SteelEquivalents.com 1.7117 - 079 209209

A% BIO[E{AIE

SteelEquivalents 2026.9.22. 7|&

ME U= 1.7117 - S22 1.7

.77

skst M=, J1A% - B2l S44zt, 021D 2% el 72 B 271,

)

Uz

n
u
X

oz
2

Am
%

Y

N
00
o1
0
[¢)
3
N
o 0
>
12
00
4>
Ju

H — H20|H, ofH A= HAEX| #&LICH—958% @Si—14% @Mn—09% @Cr—09% O AL EEE - 1.2%

et

23 £32(0.01 %~100 %) — 0o{7|9] RE 2 X34 |2 ZF H|w

4+ igLict,

c L | 0.49-0.56
Si | 1.2-1.5
Mn | 0.7-1
P === <> 0.025
§ === <> 0.025
Cr | 0.7-1
Ni ] 0.5-0.7

01% 0.1% 1% 10% 100 %
29| = a2 9| H[E0| OHELICE 0.01%2F 100%E dtLtel 2 otoll HalsHA| = fLet Yol 07|9] ofH Ztol=

0f|= HE} 2=
0| ZZ2| HEl R E of|=st7|of 7|SE 20| ZE25HX| &LICH— +2H Mo.
71AIH 4E 374 AfeH, 374 2t
TREATED TO IMPROVE SHEARABILITY HE
Treated to improve shearability 280

Steel Equivalents - steelequivalents.com %% - B9 Qrnbg Boge 7Anag 280 B 1



SteelEquivalents.com 1.7117 - 079 209209

HB
SOFT ANNEALED
Soft annealed 248
ANNEALED TO ACHIEVE HB
SPHEROIDIZATION OF THE CARBIDES
Annealed to achieve spheroidization
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