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TREATED TO IMPROVE SHEARABILITY HB

Treated to improve shearability 280
HB

SOFT ANNEALED
Soft annealed 248
ANNEALED TO ACHIEVE HB
SPHEROIDIZATION OF THE CARBIDES
Annealed to achieve spheroidization 230
of the carbides
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